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EH S R R

Sample Description £ 5Ll
One (1) Group of Submitted Samples Said To Be:
F(— )Rttt Sh s e
Name of Sample s (A)EZ=45(B) EL 2245 PE (AL
FRanATHE
Item No. D --
A5k
Material Composition : (A)ONY/LLDPE(B)LLDPE
et =]
Country of Origin P --
JREEH"
Date Sample Received : Mar 14, 2023
FESUCEIH 1A
Date Test Started : Mar 14, 2023
B a3

Number : TWNC01160301
e SR

Issue Date : Mar 29, 2023
st HAA

Test Conducted :HIzt A 75

Tests were conducted by applicant’s request, for details please refer to attached pages.
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Number : TWNC01160301
SRS
Test Conducted HIEL A% ¢

1. Labeling Conformance of Heat Tolerance of Plastic Food Utensils, Containers and Packages
HREE AT AN VAR

Method : MOHW Food No. 1061902219 Announcement (11/13/2017) Methods of Test for Labeling
kg A Conformance of Heat Tolerance of Plastic Food Utensils, Containers and Packages
(MOHWU0023.02).
AR AR 106 4= 11 H 13 Hfe 55 1061902219 57/ BB G anes A 5as 4L
2GR AR T & et /7 74(MOHWU0023.02) -

Result
et

BEBE REEEXERI RmNREZARRE * AL
EREMARMBRES -2023 FEERSE — ER
HESRRBHGER - BEAER [RREL ) : ETE -
ZBEIMRE [REgEH ] - 5N - E@BMWAEANS - TS
FeflRRBAERBREERE -

Test Item Result
faBeTE H faHaE R

Heat Resistance Test
[[EzGEE No change of functionality and color.

(100 °C - 1 hr) e A ZE - MERRE
(100 °C > 1 /j\i%)
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Number : TWNC01160301
SRS
Test Conducted HIzL A% ¢

2. Analysis of Food Uhensﬂs, Containers and Packages - Polyethylene (PE) as Raw Material
o 28 ELA SR Rl - [FA L R Z 3% (PE)

Method : Lead (Pb) / Cadmium (Cd)

BB 7% WER/WEeR
MOHW Food No. 1071901780 Announcement (9/17/2018) Methods of Test for Food
Utensils, Containers and Packages - Test of Polyethylene Plastic Products
(MOHWUO0008.03). (The application scope of test method was expanded by laboratory to
conduct testing to the sample matrix. It was not within the certification scope of TFDA.)
EAEfEr 107 429 A 17 B &5 1071901780 sE A SHEIE & inas A ~ a8 ~ B4R
B 504 - T 25 > f i (MOHWUO008.03) - (BF5a =il iy A i AL - JRm g
BrrIE A )

Consumption of Potassium Permanganate / Heavy Metals (as Pb) / Residues after
Evaporation

mimbas e R [ Eam(DL PbET) [ KA

MOHW Food No. 1071901780 Announcement (9/17/2018) Methods of Test for Food
Utensils, Containers and Packages - Test of Polyethylene Plastic Products
(MOHWUO0008.03).

EAEfEr 107 429 A 17 B &5 1071901780 sp A SHEIE & inas 2 ~ a8 ~ B4R
5732 - M 2 UBPAR 15 MOHWUO0008.03) -

Migration of Phthalates / Coloring Agents

BT [

MOHW Food No. 1071901983 Announcement (10/4/2018) Methods of Test for Food
Utensils, Containers and Packages - Test of Plastic Products (MOHWU0028.04).
EAEfEr 107 42 10 H 4 B a5 1071901983 sp A SHEIE & inas 2 ~ 78 ~ B4R
B 7% - WS faBs(MOHWU0028.04) -

Phthalates

FAE B LT

With reference to CNS 15138-1 (6/14/2012) - Method of test for determination of
phthalates plasticizers in plastic products - Part 1: Gas chromatography/mass

spectrometry.
2% CNS 15138-1 (101 4£ 6 A 14 H) - MR SL PR — ARG LRI A-56 1 8 ¢
RAETE R
(AR NN Page 3 of 8
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Test Conducted HIzL A% ¢

2. na I15|s of Food Uhensﬂs, Containers and Packages - Polyethylene (PE) as Raw Material

Result
T Bl S

Number
RS

TWNC01160301

-1;;;;* lItem ynit q ugrﬂ::ac:{on Result
B T Rl Lt
Material Test /&5

Lead (Pb) Not detected
o Pom | AR
Cadmium (Cd) 0.5 Not detected
iy ppm - Fbit,
Di(2-ethylhexyl) Phthalate (DEHP) o 0.003 Not detected
W P i — (2- 2303 (DEHP) ° ' K,
Di-n-octyl Phthalate (DNOP) o 0.003 Not detected
il —F§% — 1E 3 75(DNOP) ° ' Fig,
Dibutyl Phthalate (DBP) o 0.003 Not detected
Jib % —Fs — ] Ti5(DBP) ° ' Fig,
Benzyl butyl Phthalate (BBP) o 0.003 Not detected
WE HEE ] R R ER(BBP) ° ] Hhg i
Di-isodecyl Phthalate (DIDP) o 0.003 Not detected
il —F i — 5 5575(DIDP) ° ' HigH,
Di-isonony| Phthalate (DINP) o 0.003 Not detected
W — IS — S (DINP) ° ' Ftids
Dimethyl Phthalate (DMP) o 0.003 Not detected
il 5 — F % — 71 5(DMP) ° ' At
Diethyl Phthalate (DEP) % 0.003 Not detected

i —H g — Z1iE(DEP)

Ak i
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Test Conducted HIzL A% ¢

Number
RS

TWNC01160301

2. na |¥SIS of Food Uhensﬂs, Containers and Packages - Polyethylene (PE) as Raw Material

Result
T Bl S

bR R Z3%(PE)

Test__Item ynit quI;rT:;:ac:::on Result_ Umit_#

febpra H Fifir  RAGIE e th{H FRIE
(A)

Migration Test ;555

Consumption of Potassium

Permanganate

RSN pom | 02 [NetdesEed) g

(Water, 95°C, 30 min) "

(7K ~ 95T -~ 30 47§#)

Heavy Metals (as Pb)

E4E(LLPbET)

(4% Acetic Acid, 95°C, 30 min) PPM 1 <1 1

(4% [ERE ~ 95°C ~ 30 47§#)

Residues after Evaporation (pH>5)

kEE5%5 (pH>5) Not detected

(Water, 95°C, 30 min) pPM 1 e e 30

(7K ~ 957 -~ 30 47§#)

Residues after Evaporation (pH<5)

#E355% % (pH<5) Not detected

(4% Acetic Acid, 95°C, 30 min) PPM 1 EN 30

(4% [ERE ~ 95°C ~ 30 47§#)

Residues after Evaporation

(Food Containing Surface Qils / Oils and

Fatty Foods) Not detected

EHIEE( S REHS/ BRI ) ppm 1 bt 30

(n-Heptane, 25°C, 1 hour)

(IEB#E ~ 25°C ~ L/)\EF)

Residues after Evaporation

(Foods Containing Alcohol)

PSR ) ppm 1 |Metdmesed) 5

(20% Alcohol, 60°C, 30 min) "

(20% 255 ~ 60°C ~ 30 47§%)
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Test Conducted HIzL A% ¢

2.

Number
RS

TWNC01160301

na I15|s of Food Uhensﬂs, Containers and Packages - Polyethylene (PE) as Raw Material

Result
T Bl S

Test_Item ynit quI;rT:::ac:{on Result Limit *

febpra H Fifir  RAGIE e th{H FRIE
(A)

Migration Test 5 5Es

Di(2-ethylhexyl) Phthalate (DEHP)

WO R —(2- 2 L) 5(DEHP) Not detected

(n-Heptane, 25°C, 1 hour) pPM 0.05 EN Ty 1.5

(IEB#E ~ 257C ~ 1 /)\8F)

Dibutyl Phthalate (DBP)

HB7E —HEE — T F5(DBP) 0.05 Not detected 0.3

(n-Heptane, 25°C, 1 hour) PPM ' ENodan '

(IEB#5E ~ 257C ~ 1 /)\8F)

Benzyl butyl Phthalate (BBP)

WA S T S ES(BBP) Not detected

(n-Heptane, 25°C, 1 hour) pPM 0.05 EN TN 30

(IEF#E ~ 257C ~ 1 /)\8F)

Di-isononyl Phthalate (DINP)

WS e — S F-E5(DINP) Not detected

(n-Heptane, 25°C, 1 hour) ppm 0.5 ER il 2

(IEB#5E ~ 257C ~ 1 /)\8F)

Di-isodecyl Phthalate (DIDP)

A7 HEE — 5 555(DIDP) 0.5 Not detected 9

(n-Heptane, 25°C, 1 hour) pPM ' ENodan

(IEB#E ~ 257C ~ 1 /)\8F)

Di-2-ethylhexyl Adipate (DEHA)

O —H —Ni5(DEHA) Not detected

(n-Heptane, 25°C, 1 hour) ppm 0.05 ER i 18

(IEB#E ~ 257C ~ 1 /)\8F)
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Number
RS

TWNC01160301

Test Conducted HIzL A% ¢

2. na I15|s of Food Uhensﬂs, Containers and Packages - Polyethylene (PE) as Raw Material

Result
fBnati R
Test Item Unit hm!t of Result Limit *
. :. quantitation :
febpra H BHfir  RAGIE e th{H FRIE
(A)
Migration Test 5 5Es
Coloring Agents (pH>5) L
% (pH>5) ) _ No igration
(Water, 95°C, 30 min) S

(7K ~ 95T ~ 30 534#)

Coloring Agents (pH<5)
EEf(pH=5)

(4% Acetic Acid, 95°C, 30 min)
(4% Tz ~ 95°C ~ 30 47 i)

No migration
S
fEA Y

Coloring Agents

(Food Containing Surface Qils / Oils and
Fatty Foods)

E (& hbs/ BaR )
(n-Heptane, 25°C, 1 hour)

(IEB#5E ~ 25°C ~ L/)\EF)

No migration
S
fEA

Coloring Agents

(Foods Containing Alcohol) No migration
E (&R oy Bh) - - e skl
(20% Alcohol, 60°C, 30 min) A

(20%Z.7% ~ 60°C ~ 30 574#)

# 1 As per MOHW Food No. 1111303439 Announcement (1/11/2023) - Sanitation Standard for Food
Utensils, Containers and Packages.

B ERED 11248 1 A 11 HEFTETE 1111303439 57 0% | eines A A0 AE @ 458 |
CNS : Chinese National Standards & 2[5 [5] 3¢ f24E
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Number : TWNCO01160301
e

Sample photo #5058

End of Report

Except where explicitly agreed in writing, all wark and services performed by Intertek is subject to our standard Terms and Conditions which can be obtained at our website: http: [ fwww.intertek-
twn.comfterms/ . Intertek’s responsibility and liability are limited to the terms and condlitions of the agresment.

This report is made solely on the basis of your instructions and / or information and matenals supplied by you and provide no warmranty on the tested sample(s) be truly representative of the sample source.
The report & not intended to be a recommendation for any particular course of action, you are responsible for acting as you see fit on the basis of the report results. Intertek is under no obligation to refer to
or report ypon any facts or dreumstances which are outside the spedific instructions received and accepts no responsibility to any parties whatsoever, following the issue of the report, for any matters anising
outside the agreed scope of the works. This report does not discharge or release you fram your legal obligations and duties to any other person. You are the only one authorized to permit copying or
distribution of this report (and then only in its entirety). Any such third parties to whom this report may be circulated rely on the content of the repart solely at theair own risk.

Reporting Statements of Conformity: Flaase note that the test results contain statement of conformity with the decision rules which are based on the spedfications of customers, regulations and
standards, and does not consider measurement uncartainty.
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